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Minimizing impurity production associated with ion cyclotron range of frequency 

(ICRF) operation to an acceptable level in H-mode, particularly with metallic plasma facing 

components (PFC), is challenging.  To identify important erosion and impurity source 

locations, we have vacuum plasma sprayed ~100 μm of boron (B) onto molybdenum (Mo) 

tiles.  For ICRF heated H-modes, the core molybdenum levels have been significantly 

reduced and remained at low levels for increased injected RF energy.  The core Mo level also 

no longer scales with RF power in L-mode.  With boronization and impurity seeding 

(typically nitrogen or neon), the plasma and ICRF antenna performance were improved.  

Surprisingly, impurity seeding did not result in increased core Mo levels and also suppressed 

antenna faults.  Spectroscopic monitoring of the plasma limiter found that the impurity profile 

at the limiter was centered near the plasma mid-plane and the profile did not change shape 

with plasma current.  From post campaign inspection, the B coating was not significantly 

eroded except in locations where melting occurred or where it peeled.  Trace material 

analysis also found that the B surface was contaminated with Mo and tungsten (W).  

Improved performance with impurity seeding, the lack of erosion, and metallic contamination 

of the B coating suggest ICRF impurity generation is related to melting rather than sputtering. 

Experimental Background and Setup 

Although ICRF heating is considered an excellent candidate for bulk heating, 

impurity production associated with ICRF operation can degrade H-mode performance, 

particularly with metallic plasma facing components (PFC).[1,2]  To control impurities, 

boronization, an in-situ applied boron film, is often utilized but its lifetime is limited.  In C-

Mod, the lifetime has been observed to be proportional to integrated injected RF Joules  (~50 

MJ) and degrades faster than in equivalent ohmic heated discharges.[1]  To identify 

significant erosion and impurity source locations, ~100 μm of B has been vacuum plasma 

sprayed (typical overnight boronization applies ~0.2 μm) onto Mo tiles from the outer 

divertor shelf, main plasma limiters, and the RF antennas, see Figure 1.  The B is applied in 

an argon atmosphere and the Mo substrate is at an elevated temperature, about 600 °C.[3]   
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The Alcator C-Mod discharges analyzed here are H-

minority heated D discharge where the H cyclotron resonance is 

located near the magnetic axis.[4]  Up to 5 MW of ICRF power 

is coupled to the plasma via three fast wave antennas.[5,6]  In 

addition to standard plasma temperature and density diagnostics, 

core Mo content is monitored at Mo XXXI (11.6 nm) using a 2.2 

meter grazing-incidence Rowland circle spectrometer. The local 

impurity line emission at the plasma limiter is monitored along 

24 views as shown in Figure 2.  The Mo I line and B I line are 

monitored at 386.4 nm and 419 nm respectively using an f/4, 

0.25 m visible spectrometer.     

Inspection of the B coating was performed both prior to 

and post operation.  To monitor gross changes, an eddy current 

lift off technique measures the boron coating thickness and can 

be done in-situ.  Simple visual inspection is also performed to 

monitor for spall and melt damage.  For trace contaminants, 

proton induced x-ray emission (PIXE) is utilized.  Briefly, PIXE 

uses a ~2 MeV proton beam to cause ionization of near surface 

atoms leading to X-ray emission from the K and L shell 

electrons, which are used for identifying elements (Z > 20).[7]  

Experimental Results 

To investigate the impact the B coating had on plasma 

performance and core Mo content, a series of L and H-mode 

discharges were run.  For L-mode, upper single null discharges 

were utilized to raise the H-mode threshold (∇B away from the 

X-point).  In these discharges, the core Mo levels no longer 

scaled with RF power, in contrast with previous results with 

boronization and Mo plasma facing components, see Figure 3.  

For H-modes, a series of discharges were run following an 

overnight boronization to evaluate the core Mo content and rate of plasma performance 

degradation with injected RF energy.  As shown in Figure 4, the core Mo levels were 

significantly reduced and remained at low levels for increased integrated injected RF Joules. 

To investigate the impact on plasma performance, a boronization was applied, followed by a 
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Figure 1:   Boron coated  tiles 
are located on the plasma 
limiter, RF limiters (not shown 
and at larger major radius than 
the plasma limiter), and outer 
divertor tiles.  

Figure 2:   The main plasma 
limiter has 24 spectroscopic 
views of which 16 can be 
monitored simultaneously. 
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series of consistent discharge until the confinement 

degraded.  As shown in Figure 5, the confinement 

was still reasonable after ~100 MJ of injected RF 

power, whereas without B coated tiles the 

confinement has degraded by 40-50 MJ of RF power. 

In experiments to investigate compatibility of 

high radiative fraction and H-mode performance, 

nitrogen or neon impurity seeding of the H-mode 

improved the plasma and ICRF antenna performance.  

Surprisingly, impurity seeding did not dramatically 

increase the core Mo levels and also suppressed 

antenna faults due to arcs and injections from the 

antenna structure.  A comparison of two discharges, 

shown in Figure 6, where one is seeded throughout 

the discharge (red) and the other (blue) is seeded until 

1.1 s, illustrates the improved antenna performance.  

An expected result from the impurity seeding was an 

increase in the core Mo level since Mo sputtering 

should increase with the addition of a medium-Z, 

recycling impurity.  

 With new spectroscopic views of the plasma 

limiter, we sought to characterize the molybdenum 

and boron source at the plasma limiter.  This limiter is 

~1 cm closer to the last closed flux surface than the 

RF antenna limiters and is magnetically connected to 

the 4 strap antenna.  As expected, B I dominates Mo I 

for the B coated tiles on the limiter.  The count profile is peaked at the plasma mid-plane 

where the plasma is closest to the limiter due to magnetic geometry.  Although the limiter 

maps to the 4-strap antenna, the profile shape is unchanged with plasma current suggesting 

the profile shape is not dominated by sputtering from RF enhanced sheaths.  In H-mode, the 

maximum counts are weakly dependent upon the RF power; however, the impurity source is 

clearly enhanced in RF heated H-modes compared to ohmic H-modes as shown in Figure 7. 

Prior to operation the boron coating thickness was measured in-situ by an eddy 

current technique.  We used a Hocking Phasec2d and calibrated it against uncoated Mo tiles 
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Figure 3:  Core Mo brightness independent 
of RF power with the B coated Mo tiles. 
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Figure 4:  Core Mo is significantly reduced 
and increases slower for integrated coupled 
RF joules for the B coated Mo case. 
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Figure 5:  Plasma performance as measured 
by plasma confinement is maintained for 
increased integrated injected RF Joules. 
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and known standards.  The small size of the head allowed 

for average thickness of the coating to be found.  The 

same technique was used following the campaign.  No 

discernable erosion of the tiles was observed.  Based upon 

erosion estimates from previous experiments (15-20 nm/s 

of ICRF), we expected between 20-30 μm to be eroded.  

Aside from tiles where the B clearly peeled, likely due to 

poor thermal contact, the B coating thickness appeared to 

be unchanged.  The peeled tiles also did not show a 

discernable pattern: the neighbors of peeled tiles showed 

no signs of degradation or peeling in many cases. 

Using PIXE technique, we investigated the surface 

contaminates on the exposed B coated tiles.  Calibration 

data were taken on samples of stainless steel, W, Mo, and 

an unexposed B coated Mo tile.  As shown in Figure 8, the 

exposed B coated tiles clearly have Mo and W 

contamination.  Despite the preliminary nature of the data, 

the amounts of W and Mo are more than an order of 

magnitude higher than other previous W contamination 

when W erosion was sputtering dominated (melted W and 

Mo tiles were confirmed after the campaign).  The Mo and 

W contamination on top of B film, lack of B film erosion, 

and improved plasma and antenna performance suggest 

impurity production is related to localized melting rather 

than sputtering. 
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Figure 6: Antenna performance 
degrades when the impurity seeding is 
stopped at 1.1 s. 
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Figure 7:  The impurity source at the 
limiter is enhanced for the RF heated 
versus ohmic H-mode and is weakly 
dependent on injected RF power. 
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Figure 8: X-ray spectra from Mo, 
unexposed B coated Mo, and exposed 
B coated Mo tiles are shown.  The 
exposed B coated Mo tile shows clear 
Mo and W contamination. 
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